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Stainless steels Carbon Steels Copper Alloy

Aluminum Nickel Alloy
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Thickness(T)

10pm
20um

50um
125um

175pm

300um
2000pm

Minimum D Size

Subject to Testing

=0.7t

Q|Zt(External angle)(Ro) = t x 40%
LHZt(Internal angle)(Ri) = t x 80%

Actual Minimum D Size

Subject to Testing

= 0.8t
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t =T=MH(Thickness)

Actual Minimum W Size D, W Tolerance

Subject to Testing

Abt.£0.25t

Abt |+0.16t

— t<10% —1<20% D
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Double Side Etching Single Side Etching Half Etching
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